
Physical and Chemical Testing  
 
Sl.No. Name of Test Result Time Rate 
1. DRC 5 days 80 
2. Rubber Hydro Carbon Content 10 days 1500 
3. ZnO Purity 5 days 339 
4. a. Tensile Strength only 3 days  

520 b. Moulding & Tensile Testing 4 days 
c.Mixing, Moulding & Tensile Testing 5 days 

 

5. a.Tear Strength only 3 days  
400 b.Moulding & Tear Testing 4 days 

c.Mixing, Moulding & Tear stength 
Testing 

5 days 

6. a.Hardness Test only 2 days  
200 b.Mixing, Moulding and shore Hardness 

Testing  
4 days 

c.Moulding and Shore Hardness Testing 3 days 
7. a.Density 2 days  

200 
 

b.Specific gravity 2 days 
c.Mixing, moulding & Testing of Density 
or specific gravity 

4 days 

8 a. Abrassion loss Test only 3 days 
 

 
 
 
400 

b. Moulding and Abrasion  loss Test  
4 days 
 

 
c. Mixing, Moulding and Abrassion loss 
Test 

 
5 days 

9. a. Gauge Thickness Test 
(5 സാآിൾ വെര 2 ദിവസവും 
അത് കഴിت؁ു ഓേരാ ര؇് 
സാآിളിനും ഒരു ദിവസം 
അധിക സമയ പരിധി 
കണׯാؗുׯതുമാണ.്) 

2 days 
 
 
 

100 

10 Melting Point 
(5സാآിൾ വെര 3 ദിവസവും 

3 days 133 



അത് കഴിت؁ു ഓേരാ ര؇് 
സാآിളിനും ഒരു ദിവസം 
അധിക സമയ പരിധി 
കണׯാؗുׯതുമാണ.് 

11 Melt flow index 
(5 സാآിൾ വെര 3 ദിവസവും 
അത് കഴിت؁ു ഓേരാ ര؇് 
സാآിളിനും ഒരു ദിവസം 
അധിക സമയ പരിധി 
കണׯാؗുׯതുമാണ.് 

3 days 265 

12 a.Cure time test only (Rheography) 3 days  
520 b.Mixing and cure time test 

 
 
4 days 

13 Compound preparation 
(3 compound വെര  prepare 
െചؗുإതിന്  1 ദിവസവും അത ്
കഴിت؁ു ഓേരാ ര؇് 
േകാേآാ؇ിങിനും  ഒരു ദിവസം 
അധിക സമയ പരിധി 
കണׯാؗുׯതുമാണ.്) 

1 day 300+ 
Material cost 
Max.300gm 

14 Moulding of Test Specimen 
(3 test സ്െപസിെമനും mould 
െചؗുإതിന് 1  ദിവസവും അത ്
കഴിت؁ു ഓേരാ 3 െട്ز 
സ്െപസിെമؗും  mould 
െചؗുإതിന് ഒരു ദിവസം 
അധികം സമയപരിധി  
കണׯാؗുׯതുമാണ്  . ) 

1 day േമാൾഡിങ് 
സമയ؋ി
നനുസരി׺ ്

15 a. Rose Flex Testing 
 

5 days 
 

 
520 

    b.Moulding and Testing 
 

6 days 

c.Mixing, Moulding and Ross flex   
  Testing 

7 days 
 

16 Static and kinetic friction Test 3 days 228 
17 Dart impact Test 3 days 299 



18 Digital opacity Test 2 days 153 
19 Compression set Test –

compression 
 

െചേإ؇ 
സമയം 
എْതയാ
േണാ 
അതിെന 
ആْശയി׺ ്
സമയപരി
ധി 
നിحയിുׯ
ؗതാണ ്. 

 
 
 
400 

 
 
 
 
 
 
 
 
 
 

PLASTIC DEVISION 
 

Sl.No. Name of Work Duration  Rate 
1. Re-Processing Extuder 1 1/2 1 Hour 260 
2. Agglomerator 1 Hour 158 
3. Injection Moulding Machine Win 1 Hour 250 
4. Grinder 1 Hour 79 
5. Stretch Blow Moulding Machine 

Pet 
1 Hour 182 

6. Twin Screw Extruder 1 Hour 340 
7. Hot air Oven 1 Hour 40 
 
 

TOOL ROOM 
 

Sl.No. Name of Work Duration  Rate 
1. Shaping Machine 1 Hour 110 



2. Plaining Machine 1 Hour 120 
3. NH 26 hmt Lathe 1 Hour 330 
4. Lathe 6 FT 1 Hour 200 
5. Radial Drilling Machine RM 

62 
1 Hour 130 

6. Welding Machine 1 Hour 130 
7. Hack Saw Cutter 1 Hour 75 
8.  ¾ “Drilling Machine 1 Hour 80 
9. Surface Grinder 1 Hour 152 
10 Flexible Shaft Grinder 1 Hour 70 
11 CNC Milling 1 Hour 350 
12 Drilling Machine 1 ½” 1 Hour   43 
13 HMT Milling Machine 1 Hour 182 
 

 
 
 
 
 

RUBBER DIVISION 
 
Sl.No. Name of Work Duration  Rate 
1. Hydraulic Press 1 Hour 180 
2. Mixing Mill 1 Hour 180 
 
 

TRAINING DETAILS 
 

Training Fee per day for Entrepreneurs & Students-200/- 
 
Sl.No. Name of Training Duration  Rate 
1. Internship Training in polymer 

Technology 
12days 2400 

2. Internship Training in polymer 
Technology 

10 days 2000 

3. On Job Training Plastic 
Meterials and Processing 
Techniques 

6 days 1200 

4. Internship Training in Tool 5 Days 1000 



Room 
5. Internship Training in Polymer 

Technology  
5 Days 1000 

6. Polymer Based Training 3 Days 600 
7. Internship Training in Latex 

Dipped Products 
2 Days 400 

8. Plastic Recycling Technology 1 Day 200 
9. One day Training Plastic 

Recycling Technology (Public) 
1 Day 200 

 
Project Work -4000/- 
 


